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Capillary pressure–saturation curves of
thin hydrophilic fibrous layers: effects of
overburden pressure, number of layers,
and multiple imbibition–drainage cycles

Amir Hossein Tavangarrad1 , S. Majid Hassanizadeh1,
Rodrigo Rosati2, Luigi Digirolamo2 and
Martinus Th van Genuchten1,3

Abstract

Unsaturated fluid flow in thin porous media depends on hydraulic properties, such as the capillary pressure, Pc, as a

function of saturation, S. We measured this relationship for two different types of compressible thin hydrophilic fibrous

layers under varying conditions. Among other factors, we changed the number of layers and the overburden pressure

(i.e. the confined solid pressure applied on top of the sample) imposed on one layer or a stack of layers. Applying an

overburden pressure drastically affected the Pc Sð Þ curves. However, increasing the number of fibrous layers had little

impact on the capillary pressure–saturation curves. We also investigated the effect of multiple imbibition–drainage cycles

on the Pc Sð Þ data. Measured data points were used to find general expressions for the Pc Sð Þ relationships of com-

pressible thin porous media. Existing quasi-empirical correlations used in vadose zone hydrology, notably expressions by

van Genuchten (Van Genuchten MTh. A closed-form equation for predicting the hydraulic conductivity of unsaturated

soils. Soil Sci Soc Am J 1980; 44: 892-898) and Durner (Durner W. Hydraulic conductivity estimation for soils with

heterogeneous pore structure. Water Resour Res 1994; 32: 211–223) for single- and dual-porosity media, respectively,

were employed to fit the measured data points.
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Thin nonwoven fabrics have many applications, such as
for use in hygiene products, clothes, filters, and fuel
cells.1–6 The hydraulic characteristics of a thin fibrous
layer have great impact on the performance of fibrous
products. Knowledge of the hydraulic properties of thin
fabrics is hence essential for optimizing the perform-
ance of these products. Unfortunately, there are several
challenges when measuring the unsaturated hydraulic
properties of such thin layers. A layer is considered
physically thin when the number of pores along its
thickness is less than approximately 15 [see Qin and
Hassanizadeh,7,8 Ceballos et al.,9 and Tavangarrad
et al.10], with the thickness of a thin porous layer obvi-
ously being much smaller than its planar extent.

A number of studies focusing on measurement of the
capillary pressure–saturation relationships of thin

nonwoven fabrics are reported in the literature.
Several concern the Pc Sð Þ curves of water–air systems
in the gas diffusion layer (GDL) of polymer electrolyte
fuel cells (PEFCs) [see Sole,11 Gostick et al.,12,13
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Nguyen et al.,14,15 Kumbur et al.,16,17 Fairweather
et al.,18 Jena and Gupta19]. A comprehensive review
of available techniques employed for GDLs is reported
in a study by Sole.11 Some measurements have been
carried out also to determine the Pc Sð Þ relationships
of thin hydrophilic fabrics used in medical and hygienic
absorbent products.10,20,21

Several modeling studies also exist to estimate the
capillary pressure–saturation curves of thin fibrous
layers. For example, in a recent study, general expres-
sions for the Pc Sð Þ relationship of thin fabrics were
developed for a family of fibrous media using a pore
morphology methodology.22 That work, however, was
based on virtual nonwoven fibrous materials. Pore
morphology modeling has been used also to determine
the Pc Sð Þ relationship of uncoated thin paper.23

A few studies can be found in the literature on
changes in the Pc Sð Þ curves of thin fabrics due to the
effect of an overburden pressure. In an experimental
study by Kumbur et al.,17 the effect of compression
on the drainage capillary pressure–saturation curve of
thin fibrous layers with mixed wettability was investi-
gated. Another study concerned the image analysis of
compression-induced morphological changes of non-
woven fibrous materials.24 Furthermore, Jena and
Gupta25 investigated the influence of overburden effects
on the pore structure of battery separators made of
nonwoven fibrous layers. These various studies, how-
ever, focused on changes in the pore-size distribution
rather than capillary-pressure–saturation curves.

To the best of our knowledge, the effects of overbur-
den pressure, the occurrence of multiple imbibition–
drainage cycles, and the number of layers on the
imbibition–drainage Pc Sð Þ relationships of thin hydro-
philic nonwoven fabrics have not been studied experi-
mentally thus far. These different effects are
encountered in many practical applications. Examples
are hygienic products such as diapers, in which the
weight of a baby imposes compression on the stack of
thin fibrous layers. The compression effect is also a key
factor in the optimization of fuel cell stack assemblies.
Multiple imbibition–drainage cycles occur in many
products, such as diapers, adult incontinence products,
and absorption pads. The number of imbibition–
drainage cycles is then different depending upon the
volume of liquid in each gush of fluid, and the max-
imum available pore volume for fluid storage.

For our study we used an autoporosimetry tech-
nique developed by Miller and Tomkin26 to character-
ize thin hydrophilic nonwoven fabrics. Our objective
was to evaluate the effects of three main factors on
the capillary pressure–saturation relationship of thin
hydrophilic nonwoven fabrics: the number of layers,
overburden pressure, and number of imbibition–
drainage cycles. Measurements were performed on

thin layers made of two different synthetic polymers.
A comprehensive study was carried out to determine
the Pc Sð Þ curves of compressed and uncompressed
thin fabrics. The individual data points were fitted
with the relationships proposed by van Genuchten
(VG)27 and Durner28 for single- and dual-porosity
media, respectively. We also investigated the effects of
overburden pressure on porosity and permeability
changes of the thin layers.

The remainder of this paper is organized as follows.
In the second section, the experimental setup and pro-
cedure are briefly described. The fitting function are
also introduced in this section. In the third section,
influences of the overburden pressure, the number of
layers, multiple imbibition-drainage cycles, and the
layer material on the capillary pressure-saturation mea-
surements are discussed. Finally, scaling Pc Sð Þ curves
using the Leverett J-function are described in the fourth
section, followed by conclusions in the fifth section.

Methods and material

Materials

Two different nonwoven fabrics were used in this study:
polyolefin fabric and polyethylene terephthalate (PET)
fabric. The layers were made of polyolefin fabric ther-
mally bonded in some regions during the production
process. They were also treated with a surfactant to
make them hydrophilic. Each layer was about 260 mm
thick with a porosity of approximately 90%. The PET
fabric was made of hollow fibers. The PET layer was
about 1500 mm thick with a porosity of close to 97%.
The porosity value was calculated from the maximum
uptake of the layer based on the following equation

’ ¼
ml

max

ml
max þ

�l

� f ms
ð1Þ

where ml
max is the maximum mass of the liquid phase,

ms is the solid mass of the fibrous layer, �l is the liquid
density, and � f the fiber density. The fiber content was
distributed symmetrically across both layer materials.
The fiber content variation of the polyolefin-based
material versus depth was found to have the form of
a bell-shaped function. Other properties of the mater-
ials, including fiber radius and density values, are given
in Table 1.

A saline solution, made of 0.9% NaCl (by weight)
and distilled water, was chosen as the working liquid.
The solution had a surface tension of 72.5mN=m,
a density of 1.005 g=cm3, and a viscosity of
1.019mPa:s. Both fibrous materials exhibited negligible
swelling in such a solution.1
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Experimental setup

The setup used in this study to measure capillary pressure
and saturation is referred to as a PVD-Autoporosimeter
(Pore Volume Distribution Autoporosimeter), as devel-
oped by Miller and Tyomkin.26 A schematic view and a
picture of the setup is shown in Figure 1. The PVD-
Autoporosimeter consisted of two parts: a chamber con-
taining the fabric sample and a solution reservoir. The
sample chamber consisted of a glass frit, a membrane, a
tube to connect the chamber to the reservoir, an electronic
balance, and an automatic system to control the pressure
and temperature of air in the headspace. The membrane
covered the glass frit, while the circular sample with a
diameter of 50mm was placed on the membrane. A
weight could be placed on the sample to provide compres-
sion loading. The solution reservoir was placed on a high-
precision balance. The reservoir was covered by a lid to
minimize evaporation, while still being connected to
atmospheric air. The water level in the reservoir was set
equal to the same elevation as the top of the membrane.
Changes in the water level due to drainage or imbibition
of the sample could be considered negligible, since the
lateral surface area was relatively large.

Experimental procedure

The PVD-Autoporosimeter was used to obtain capillary
pressure–saturation curves based on quasi-static multi-
step inflow–outflow measurements. Capillary pressures
were varied by increasing or decreasing the air pressure
during drainage and imbibition, respectively. Water
pressures in the sample were assumed to remain equal
to atmospheric pressure at equilibrium since they were at
the same level as the level of the solution reservoir. Air
pressure steps were specified in the PVD-
Autoporosimeter software and fed into an automatic
controller, which could change the air pressure in the
chamber. Fluid saturation values of the sample were
measured gravimetrically using the balance. At each
step, the air pressure was kept constant until equilibrium
was reached and capillary flow had ceased. A few hours
were needed to perform a full imbibition–drainage cycle.
We note that a slight loss of weight of the solution res-
ervoir was still recorded due to evaporation, which could
not be neglected completely despite the reservoir being
covered by a lid. The evaporation rate was determined
from the mass loss of the reservoir as measured for an
extended period of time. During measurement of the
Pc Sð Þ curves, we assumed that equilibrium was reached
when the reservoir mass loss rate became less than some
small threshold value. The experimental results were cor-
rected by taking the measured evaporation rate into an
account. More information about the equilibrium
threshold is given in Appendix B (Supplemental material
available online).

The glass frit and membrane were kept fully satu-
rated at all times. Sometimes during imbibition a few
droplets of water formed on the membrane surface, but
disappeared during drainage. Also, a very small volume
of water ðffi200 mlÞ could accumulate around the edge of
the membrane at the bottom due to capillary rise
against the wall of the chamber in the form of a
corner triangle. Such effects are negligible for Pc Sð Þ
measurements of large porous samples (such as soil

Figure 1. Schematic view and picture of the Pore Volume Distribution Autoporosimeter.

Table 1. Properties of the two fibrous layers used in this study

Properties Unit Polyolefin PET

Fiber radius [mm] 10 16

Fiber density [g=cm3] 0.92 1.35

Porosity (compressed) ½�� 0.84 0.93

Porosity (uncompressed) ½�� 0.90 0.97

Permeability (compressed) ½m2� 8:29� 10�11 1:46� 10�9

Permeability

(uncompressed)

½m2� 2:05� 10�10 5:10� 10�9

Thickness (compressed) [mm] 200 900

Thickness (uncompressed) [mm] 260 1500

PET: polyethylene terephthalate.

Tavangarrad et al. 3



samples). However, because of the very small pore vol-
umes involved, they cannot be neglected in the case of
thin layers. In order to reduce this effect, we modified
the setup. This reduced the capillary rise volume to
about 40 ml. Therefore, in order to reduce uncertainty
and measurement errors, the corresponding volume of
water was quantified in blank measurements (without
any sample) at various air pressures. The mass loss or
gain of the reservoir during Pc Sð Þ measurements of
the layers was corrected using this blank volume.
More details about this correction are provided in
Appendix A (Supplemental material available online).

Fitting of data points

Equations commonly used for describing observed
capillary pressure–saturation data are those proposed
by VG,27 Brooks and Corey (BC),29 and Durner,28

among others. The VG formula is given by

Se hð Þ ¼
1

ð1þ �hj jnÞm
ð2Þ

where h is the capillary pressure head, � and n are fit-
ting parameters, m ¼ 1� 1=n, and Se is effective satur-
ation given by Se ¼ ðS� SirÞ=ð1� SirÞ, in which S is the
degree of fluid saturation and Sir is irreducible satur-
ation. Because of the very large porosity of our sam-
ples, no residual air saturation needed to be considered.
In physical terms, � corresponds approximately to the
inverse of the non-wetting phase entry pressure, while
the value of n reflects the pore-size distribution.
Another formula is the BC equation29

Se hð Þ ¼
h

he

� ���
; for h4 he ð3Þ

where he is the air entry pressure head, while � is often
referred to as the pore-size distribution index. For more
complex cases, the Durner bimodal function, which is
constructed by linear superposition of VG sub-curves,
may be needed

Se hð Þ ¼
wf

ð1þ �fh
�� ��nf Þmf

þ
wm

ð1þ �mhj j
nmÞ

mm
ð4Þ

where �f, nf, ,�m, nm are fitting parameters, wf and
wm are weights of the overlapping regions
(subject towf þ wm ¼ 1Þ, mf ¼ 1� 1=nf, and mm ¼

1� 1=nm.
The above equations may be used for woven or

nonwoven fabrics under both compressed and uncom-
pressed conditions. The VG and BC equations are
appropriate for unimodal Pc Sð Þ curves, while Durner’s
equation (and extensions thereof) can be applied to
bimodal (and multi-modal) curves. For instance,

Gostick et al.13 only used unimodal VG- and BC-
based Pc Sð Þ curves for their thin fibrous GDLs.
Bimodal models such as Durner’s equation should pro-
vide better descriptions of some of their Pc Sð Þ data sets.

Results

Influence of overburden pressure

To study the effect of overburden pressure on the capil-
lary pressure–saturation curves, the Pc Sð Þ curves of a
single polyolefin layer were measured with and without
placing a metal weight on top of the sample. We also
studied the effect of compression on the porosity of the
fabric. When putting a 0.3 psi metal weight on top of
the polyolefin fabric, the porosity was reduced from 0.9
to 0.84. The measured imbibition and drainage curves
with and without compression were both found to be
significantly different also, as shown in Figure 2. The
error bars in this figure are based on duplicate meas-
urements. Higher capillarity was observed with the
overburden pressure as compared to the uncompressed
layer. This is because the mean pore size becomes smal-
ler when the fabric carries a metal weight. Jaganathan
et al.24 observed similar effects on the mean pore size of
a hydroentangled nonwoven fabric when exposed to an
overburden pressure, based on Digital Visual Interface
(DVI) image analyses. We also observed that during
drainage both curves showed a bimodal character,
which was much more pronounced for the compressed
sample. This can be attributed to having pores near the
surface with a different size distribution than the rest of
the layer. This effect is far less important in the case of
compressed layers.

The parameters of the fitted imbibition and drainage
curves shown in Figure 2 are listed in Table 2. The VG
equation was found to fit the imbibition data points sat-
isfactorily. However, Durner’s formula could fit the
drainage data of both the compressed and uncompressed
layers much better. The higher value of � for the imbi-
bition curve of the uncompressed layer, compared to the
compressed layer, showed that the air entry pressure was
lower for the uncompressed fabric. Similarly, corres-
ponding �f and �m values of Durner’s equation fitted
to the drainage data of the uncompressed layer were
larger than those of the compressed layer. A larger
value of nm in Durner’s formula was obtained for the
compressed layer, which indicates a sharper transition of
saturation at larger capillary pressures compared to the
uncompressed layer within the same range.

The bimodal porosity is indeed expected to affect the
shape of both drainage and imbibition curves. This effect,
however, is not pronounced in the case of imbibition
because it occurs in a much narrower saturation range.
This is also the main reason why we could not get many
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data points during the imbibition process. We could have
tried to fit the imbibition data using the bimodal formula;
however, since only a few data points were available, one
of the weighting coefficients became very close to zero.
This suggests that two fitting parameters were sufficient
for fitting the imbibition data points.

Influence of the number of layers

One fibrous layer, or a stack of two or five layers, of
polyolefin was placed on top of the membrane in the
sample chamber and exposed to an overburden pres-
sure of 0.3 psi (about 2 kPa). Capillary pressure–satur-
ation data for the compressed stack were collected for
both imbibition and drainage. The influence of increas-
ing the number of polyolefin layers on the Pc(S) curves
is shown in Figure 3. The error bars in this figure are
based on the standard deviation of two replicates of the
same experiment. Results indicate no significant differ-
ence between the drainage data for different stacks of
layers. VG fitting parameters of the drainage curves,
shown in Table 3, confirm the similarity of the various

curves. Differences are within the effect of variability in
the sample material itself. Although small differences
exist in the imbibition data, this had only a marginal
effect on the fitted curves. The fitted parameter values
of the imbibition curves are given in Table 3.

A similar comparison was made between the Pc Sð Þ
curves of a single polyolefin layer and stacks of multiple
layers without overburden pressure. The results are
shown in Figure 4. Slightly higher saturation values
were obtained for a single layer as compared to mul-
tiple layers for saturations from zero up to about 50%
during drainage. Beyond this saturation, the trend
reversed and the stacks of multiple layers had higher
saturation values compared to a single layer.
Nevertheless, differences between the measured curves
are relatively minor. We conclude that the number of
layers has little impact on measured capillary pressure–
saturation data points, especially for uncompressed
layers.

Influence of multiple imbibition–drainage cycles

We next investigated the effect of multiple imbibition–
drainage cycles on the hydraulic properties of a single

Table 2. Fitting parameters of imbibition and drainage curves of a compressed and an uncompressed single polyolefin layer

Imbibition

VG formula

� [1/Pa]

Imbibition

VG formula

n [�]

Irreducible

saturation

Sir [�]

Drainage

Durner formula

wf , wm [�]

Drainage

Durner formula

�f [1/Pa], �m [1/Pa]

Drainage

Durner formula

nf , nm [�]

Uncompressed polyolefin 0:00378 8:53 0:02 0:42, 0:58 0:00260, 0:00056 2:07, 6:64

Compressed polyolefin 0:00197 3:44 0:06 0:35, 0:65 0:00069, 0:00044 2:63, 11:80

VG: van Genuchten.

Figure 2. Measured capillary pressure–saturation data for a

single polyolefin layer with and without overburden pressure.

Lines show curves fitted to the data using van Genuchten (VG)

and Durner formulas.

Figure 3. Capillary pressure–saturation data for different sets

of polyolefin layers under 0.3 psi overburden pressure.

Tavangarrad et al. 5



polyolefin layer, starting with a dry sample subject to
an overburden pressure of 0.3 psi. Figure 5 shows
results for two consecutive imbibition–drainage cycles.
No significant difference is apparent for the drainage
data, except for a clear shift in the imbibition data
points toward higher saturation and capillary
pressures.

The main reason for this effect is the fact that dry
polyolefin fibers have a low surface energy and are
receptive to being wetted by water. At the start of the
second imbibition cycle, the fibers already contained
some fluid (because of an irreducible saturation of
around 6%). Surface energies as a result increased,
leading to higher capillary pressures at given saturation
levels.

Effect of layer material

The experiments thus far were carried out using poly-
olefin fabric. A similar series of experiments was per-
formed on layers made of PET. The PET layers are
thicker than those made of polyolefin, but are much
coarser by containing at most 10 pores along their

thickness (Table 1). Fiber diameters and mean pore
sizes of the PET layers, as well as their porosity, are
larger than those of the polyolefin layer.

Measured capillary pressure–saturation data for
various sets of PET layers are presented in Figure 6.
As expected, a lower capillarity for the PET layer was
observed during both imbibition and drainage (com-
pare Figures 2 and 6). Values of the VG parameters,
obtained by fitting Equation (1) to the data points, are
listed in Table 4. Clearly, values of � for the imbibition
and drainage curves of the compressed PET layers were
much larger than those of the polyolefin layer, as is
shown also by the entries in Tables 2 and 3. Similarly,
the measured permeability and porosity of PET fabric
are much higher.

Results of the capillary pressure–saturation meas-
urements of the stacks with different numbers of PET
layers are depicted in Figure 6. The variability in the
measurements can be attributed mainly to inherent dif-
ferences in the fabrication of the fabric. The relatively
small difference in the data for different numbers of
layers shows that the effect of interlayer space is negli-
gible. This is similar to the results we obtained for the
polyolefin stacks, as shown in Figure 3.

Next, the effect of multiple imbibition–drainage
cycles was studied on a single PET layer under com-
pressed conditions. The results are shown in Figure 7.
The data again did not show any differences between
the second and third cycles for both imbibition and
drainage. However, similarly as for the polyolefin
experiments, the imbibition curves of the second and
third cycles exhibited higher capillary pressures
compared to the first cycle. Finally, we studied the
effect of overburden pressure on the Pc Sð Þ curves of
a single PET layer. Figure 8 shows the capillary

Figure 5. Effect of multiple imbibition–drainage cycles on

capillary pressure–saturation measurements of a single polyolefin

layer subject to overburden pressure.

Figure 4. Capillary pressure–saturation data points for differ-

ent numbers of polyolefin layers without applying overburden

pressure.

Table 3. Van Genuchten fitting parameters of the imbibition

and drainage curves of compressed samples containing different

numbers of polyolefin layers

Sample

Imbibition

� [1/Pa]

Imbibition

n [�]

Drainage

� [1/Pa]

Drainage

n [�]

Single layer 0:00197 3:44 0:000469 6:29

Stack of two layers 0:00197 5:04 0:000475 7:16

Stack of five layers 0:00143 7:24 0:000488 6:62

6 Textile Research Journal 0(00)



pressure–saturation drainage curves with and without
the overburden pressure (again 0.3 psi). Corresponding
fitting parameters of the Pc Sð Þ drainage curves using
the unimodal VG and bimodal Durner models are
given in Tables 4 and 5, respectively. The PET results
are very much in line with those of the polyolefin
fabric, as shown in Figure 3. Higher capillary pres-
sures were obtained with the overburden pressure,
since the fabric then deforms and the pores become
smaller.

Scaling of Pc(S) curves using the Leverett
J-function

The purpose of employing the Leverett J-function30 is
to use measured Pc Sð Þ curves of a given nonwoven
fibrous material in order to construct Pc Sð Þ curves for
similar materials and/or for different conditions. The
Pc(S) equation as proposed by Leverett30 is of the form

Pc Sð Þ ¼ � cos �ð Þ
’

K

� �1
2

JðSÞ ð5Þ

in which � is the static contact angle of a fluid–solid
system, ’ is porosity, and � is the interfacial tension
between the wetting and non-wetting fluids.
The function JðSÞ presumably is the same for similar
media. Udell31 did propose an equation for Pc Sð Þ for
highly hydrophilic geological porous media, which was
used later also for thin fibrous layers32

J Sð Þ ¼

1:417 1� Sð Þ � 2:12 1� Sð Þ
2

þ1:263 1� Sð Þ
3 for � � 90

1:417S� 2:12S2 þ 1:263S3 for �4 90

8><
>:

ð6Þ

Figure 8. Observed (symbols) and fitted (lines) drainage capil-

lary pressure–saturation curves of a single polyethylene tereph-

thalate layer with and without overburden pressure. VG: van

Genuchten.

Figure 6. Capillary pressure–saturation of different numbers of

polyethylene terephthalate layers under 0.3 psi overburden

pressure.

Figure 7. Effect of multiple imbibition/drainage cycles on

capillary pressure–saturation measurements of a single poly-

ethylene terephthalate layer.

Table 4. Hydraulic parameters of the imbibition and drainage

curves of a single compressed polyethylene terephthalate layer

used in this study

Imbibition

VG formula

� [1/Pa]

Imbibition

VG formula

n [�]

Irreducible

saturation

Sir [�]

Drainage

VG formula

� [1/Pa]

Drainage

VG formula

n [�]

0:0073 4:32 0:01 0:001698 7:71

VG: van Genuchten.

Tavangarrad et al. 7



The generic Leveret approach given by the above
equations was used to fit capillary pressure–saturation
curves of a compressed polyolefin layer. Assuming the
interfacial tension between air and liquid remains
constant during the measurements, the only unknown
parameter is the static contact angle. The best fit of the
drainage data was obtained with a contact angle of
25 degrees, while the imbibition data points were
matched using a contact angle of 77 degrees. We thus
used Equation (5) to predict the Pc Sð Þ data of an
uncompressed nonwoven fibrous material from a simi-
lar type of fabric based on equality of the J-function for
the two fabrics as follows33

Pc2 Sð Þ ¼ Pc1 Sð Þ
�2
�1

K1

K2

� �1
2 ’2
’1

� �1
2

ð7Þ

where the subscripts 1 and 2 denote uncompressed and
compressed layers, respectively. The contact angle
was assumed to be same for both layers. It should be
noted that a change in the contact angle is not the only
reason for hysteresis in the capillary pressure–satur-
ation curve. Differences occur also since small pores

control drainage events while the larger pore regions
control imbibition,33 often referred to as the ink
bottle effect.

As explained in previous studies [e.g. Nguyen et al.14

and Kumbur et al.16], the equations above are insuffi-
cient for describing capillary flow phenomena. One
should consider such additional variables as pore-size
distribution and stress–strain relationships to better
scale the Pc Sð Þ curves under different compression
loads. However, as illustrated in Figure 9, similar
trends in Leveret’s -J function, and hence the Pc Sð Þ
curves, were obtained due to the overburden pressure
effect. The predicted curves could not reproduce the
bimodal behavior of the uncompressed layer under
the drainage condition. However, as shown by
Figure 9, changes in the Pc Sð Þ curves due to hysteresis
and the overburden pressure were well reproduced by
the Leverett scaling approach.

Conclusions

In this research we investigated the effect of several
factors on the capillary pressure–saturation curves of
two different thin nonwoven fibrous materials. Results
for both materials demonstrated the important effect of
overburden pressure on the Pc(S) curves. However,
increasing the number of layers did not seem to affect
the curves drastically. In addition, the influence of mul-
tiple imbibition–drainage cycles showed that wetting of
a sample in the first cycle would increase the capillarity
in the next cycles. We used both the unimodal VG and
bimodal Durner models to fit the experimental data.
The Durner model is recommended when the capillary
pressure–saturation data show clear bimodal behavior.
One major question that remained unanswered is how
the capillary-pressure–saturation function of nonwoven
fabric (like that of many medical absorbent products)
may change during dynamic flow conditions, as has
been noted for other porous media34 (see Appendix C
(Supplemental material available online)). Work on the
dynamic capillary pressure–saturation curves is still in
progress.

Declaration of conflicting interests

The authors declared no potential conflicts of interest with
respect to the research, authorship, and/or publication of this
article.

Funding

The authors disclosed receipt of the following financial sup-
port for the research, authorship, and/or publication of this
article: The research leading to these results was supported by

the European Research Council under the European Union’s
Seventh Framework Program ((FP/2007-2013)/ERC Grant
Agreement no. 341225) and by Procter & Gamble.

Figure 9. Observed and fitted imbibition–drainage curves of a

compressed polyolefin layer using Leveret’s J-function. The fitted

curve was used to obtain the Pc Sð Þ curve for an uncompressed

layer based on Equation (5).

Table 5. Fitting parameters of the drainage curve of the

uncompressed single polyethylene terephthalate layer used in this

study

Durner

formula

wf , wm [�]

Durner formula

�f [1/Pa], �m [1/Pa]

Durner

formula

nf , nm [�]

Irreducible

saturation

Sir [�]

0:43, 0:57 0:012, 0:0023 1:94, 7:38 0:02
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